	Z
	Element
	ray
	Intensity (cps)
	Energy (keV)

	29
	Cu
	Kα
	4.704
	7.86-8.22

	30
	Zn
	Kα
	4.114
	8.45-8.82

	33
	As
	Kα
	5.492
	10.33-10.73

	19
	K
	Kα
	19.769
	3.17-3.46

	20
	Ca
	Kα
	17.142
	3.54-3.84

	40
	Zr
	Kα
	6.839
	15.52-15.97

	26
	Fe
	Kα
	3312.872
	6.23-6.57

	39
	Y
	Kα
	6.346
	14.71-15.16

	45
	Rh
	Kα
	45.878
	19.92-20.42

	22
	Ti
	Kα
	27.880
	4.35-4.66


